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LUCKY LIGHT ELECTRONICS CO.,LTD. .

No.19 JUXIN 2ND ROAD,QIUFULU COMMUNITY,DALANG TOWN,DONGGUAN CITY,GUANGDONG 

PROVINCE,CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : LAMP LED .

SGS Job No. : CP20-061504 - SZ .

Date of Sample Received : . 25 Nov 2020.

Testing Period : . 25 Nov 2020 - 01 Dec 2020 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Violet,Shi.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN20-208799.001 Colorless transparent material .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Per  and polyfluoroalkyl substances (PFASs).

Test Method : . With reference to CEN/TS15968:2010, analysis was performed by LC-MS or LC-MS/MS. .

Test Item(s). CAS NO. Unit. MDL. 001.

Perfluorooctanoic acid (PFOA) and its salts+ . 335-67-1. mg/kg. 0.010. ND.

Ammonium pentadecafluorooctanoate(APFO)* . 3825-26-1. mg/kg. 0.010. ND.

Notes :.

(1) + PFOA and its salts including PFOA-Na (CAS No.: 335-95-5), PFOA-K (CAS No.: 2395-00-8), 

PFOA-Ag (CAS No.: 335-93-3), PFOA-F (CAS No.: 335-66-0) and APFO (CAS No.: 3825-26-1);

(2)  * The test result is based on the calculation of selected marker(s) and to the worst-case scenario. .
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ATTACHMENTS 
 

PFOA / PFOS Testing Flow Chart 
 
 

Sample cutting / preparation 

Sample Measurement  

Solvent extraction  

Concentration/Dilution  

Filtration 

LC-MS or LC-MS/MS 

DATA 
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Sample photo: .

CANEC2020879901

CAN20-208799.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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